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Recipe Surface Treatment Wait Press.
Treatment Durat.[sec] [mbar] Step pocket Step pocket Step pocket Step pocket Step pocket

Al_0.01 None 1.5E-06 Al_0.01nm/s 1

Al_0.1 None 1.5E-06 Al_0.1nm/s 1

Al_0.5 None 1.5E-06 Al_0.5nm/s 1

Al_0.5_w/o_rotation None 1.5E-06 Al_0.5nm/s_no_rot. 1

Al-Ti-Al_0.5 None 1.5E-06 Al_0.5nm/s 1 Ti_0.5nm/s 4 Al_0.5nm/s 1

Etch60_Al_0.5 Ion Gun 60 1.5E-06 Al_0.5nm/s 1

Etch150_Al_0.5 Ion Gun 150 1.5E-06 Al_0.5nm/s 1

Etch150_Al-Ti-Al_0.5 Ion Gun 150 1.5E-06 Al_0.5nm/s 1 Ti_0.5nm/s 4 Al_0.5nm/s 1

Au_0.25 None 1.5E-06 Au_0.25nm/s 3

Cr_0.01 None 1.5E-06 Cr_0.01nm/s 2

Cr_0.1 None 1.5E-06 Cr_0.1nm/s 2

Cr_0.2 None 1.5E-06 Cr_0.2nm/s 2

Cr_0.5 None 1.5E-06 Cr_0.5nm/s 2

Cr_0.5_w/o_rotation None 1.5E-06 Cr_0.5nm/s_no_rot. 2

Cr-Al_0.5 None 1.5E-06 Cr_0.5nm/s 2 Al_0.5nm/s 1

Cr-Al-Cr_0.5 None 1.5E-06 Cr_0.5nm/s 2 Al_0.5nm/s 1 Cr_0.5nm/s 2

Etch60_Cr-Al_0.5 Ion Gun 60 1.5E-06 Cr_0.5nm/s 2 Al_0.5nm/s 1

Cr-Au_0.5-0.25_w/o_rot. None 1.5E-06 Cr_0.5nm/s_no_rot. 2 Au_0.25nm/s_no_ro 3

Nb_0.1 None 1.5E-06 Nb_0.1nm/s 10

Nb_0.4 None 1.5E-06 Nb_0.4nm/s 10

Etch60_Nb_0.4 Ion Gun 60 1.5E-06 Nb_0.4nm/s 10

Etch120_Nb_0.1 Ion Gun 120 1.5E-06 Nb_0.1nm/s 10

Etch150_Nb_0.4 Ion Gun 150 1.5E-06 Nb_0.4nm/s 10

Nb-Al_0.4-0.5 Ion Gun 1.5E-06 Nb_0.4nm/s 10 Al_0.5nm/s 1

Ni_0.5 None 1.5E-06 Ni_0.5nm/s 11

Etch180_Ni-Au_0.5-0.25 Ion Gun 180 1.5E-06 Ni_0.5nm/s 11 Au_0.25nm/s 3

NiCr80/20_0.5 None 1.5E-06 NiCr80/20_0.5nm/s 11

Etch60_Pt_0.1 Ion Gun 60 1.5E-06 Pt_0.1nm/s 6

Etch120_Pt_0.1 None 120 1.5E-06 Pt_0.1nm/s 6

Etch180_Pt_0.1 Ion Gun 180 1.5E-06 Pt_0.1nm/s 6

Ti_0.5 None 1.5E-06 Ti_0.5nm/s 4

Ti-Ag_0.5 None 1.5E-06 Ti_0.5nm/s 4 Ag_0.5nm/s 5

Ti-Al_0.5 None 1.5E-06 Ti_0.5nm/s 4 Al_0.5nm/s 1

Etch60_Ti-Al_0.5 Ion Gun 60 1.5E-06 Ti_0.5nm/s 4 Al_0.5nm/s 1

Etch90_Ti-Al_0.5 Ion Gun 90 1.5E-06 Ti_0.5nm/s 4 Al_0.5nm/s 1

Etch150_Ti-Al_0.5 Ion Gun 150 1.5E-06 Ti_0.5nm/s 4 Al_0.5nm/s 1

Ti-Au_0.5-0.25 None 1.5E-06 Ti_0.5nm/s 4 Au_0.25nm/s 3

Etch180_Ti-Au_0.5-0.25 Ion Gun 180 1.5E-06 Ti_0.5nm/s 4 Au_0.25nm/s 3

Ti-Nb_0.5-0.4 None 1.5E-06 Ti_0.5nm/s 4 Nb_0.5nm/s 10

Ti-Ni_0.5 None 1.5E-06 Ti_0.5nm/s 4 Ni_0.5nm/s 11

Ti-Pt_0.5-0.1 None 1.5E-06 Ti_0.5nm/s 4 Pt_0.1nm/s 6

Etch150 Ion Gun 150 1.5E-06
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